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Abstract

© Published under licence by IOP Publishing Ltd. Key parameters influencing the deformation
force,  intensity  of  plastic  deformation  and  its  distribution  at  IPDmultipleextrusion  are
considered, recommendations about a choice of rational parameters are made.
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